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Bondar-Clegg, Inc.
625 Spice Island Dr.
Building 1, Unit A
Sparks, Nevada 89431
702 (359-9330)

B

Geochemical
Lab Report

A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES

REPORT: R89-31920.4 ( COMPLETE )

REFERENCE INFO: NONE GIVEN

CLTENT: BROHM MINING CORPORATION
PROJECT: NONE GIVEN

SUBMITTED BY: BARRON
DATE PRINTED: 2-0CT-89

NUMBER OF LOWER
ORDER ELEMENT ANALYSES ~ DETECTION LIMIT EXTRACTION METHOD
1 Au Gold 57 0.002 OPT Fire Assay
SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SANPLE PREPARATIONS NUMBER
Z OTHER DRILL TYPES 57 2 -150 57 ASSAY PREP 57

REMARKS: AT GOID (29.176)

= NO DUPLICATE AVAILBLE

REPORT COPIES TO: MR. JIM BARRON
MR. ROD MCCLEOD

INVOICE TO: MR. JIM BARRON
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SANPLE ELFHENT  Au 0o e, LR a
NUMBER UINITS 0PI i nin NUWBER ' T UNITS  OPT
N I CaTeE
22 R89-580 0-5 0.005 - 22 R§9-580 180485 = 0.003
DYPLICATE fpo ‘ 22R89-580--185-190 0.010
72 R§9-580 5-10 0.008 2 58 190-195 | 0.005
72 R§9-580 10-15 D07 I 00 onmiMEsdaRan | 0o
72 R§9-580 15-20 0.004 A 22 RE9-580 200-205 0.009
72 R§9-580 20-25 0.003 72 R89-580 205-210 0.010
72 R§9-580 25-30 <0.002 72 R89-580 210-215 0.003
72 R§9-580 30-35 0.006 72 R89-580 215-220 <0.002
72 R§9-580 35-40 0.004 72 R89-5801 220-225 0.004
72 R89-580 40-45 0.003
72 R§9-580 45-50 0.003 22 R§9-580 225-230 0.002
72 R§9-580 50-55 D.0n2 72 R89-580 230-235 0.011
DYPLICATE—————fif— 72 R§9-580 235-240 0.012
72 R§9-580 55-60 D.0N5 72 R89-580 240-245 0.006
72 R§9-580 601-65 0.014 72 R§9-580 245-250 0.005
72 R89-580 65-70 0.005 72 R89-580 250-255 0.004
72 R§9-580 70-75 <0.002 72 R89-580 255-260 0.005
72 R§9-580 75-80 <0.002 72 R89-580 260-265 0.006
72 R§9-580 80-85 0.002 72 R§9-580 265-270 0.004
72 R§9-580 85-9 0.004 72 R§9-580 270-275 0.002
22 R§9-580 90-95 0.015 —BHPFEAHE————————f—
72 R89-580 95-100 0.014 72 R89-580 275-281) <0.002
72 R§9-580 100-105 0.007 22 R§9-580 280-285 0.002 —
72 R89-580 105-110 0.002
72 R§9-580 110-115 0.002

—BPHA #8872
72 R89-580 115-120 0.003

72 R89-580 120-125 0.006
72 R89-580 125-130 0.007
72 R89-580 130-135 0.005
72 R89-580 135-140 0.002
72 R89-580 140-145 0.003
72 R89-580 145-150 0.002
72 R89-580 150-155 0.003
22 R89-580 155-160 <0.002
12 R89-580 16N-165 <0.002
'Yl‘ll!l_L i
22 R89-580 165-170 <0.002
72 R89-580 170-175 0.003

72 R89-580 175-180 0.004
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Bondar-Clegg, Inc.
625 Spice Island Dr.

Building 1, Unit A
Sparks, Nevada 89431
702 (359-9330)

Invoice : R076660, Page 1
BROHM MINING CORPORATION
MR. JIM BARRON Date 5-0CT-89
PO BOX 485
DEADWOOD, SOUTH DAKOTA _ Report No: R89-31920.4
57732 & . Project : NONE GIVEN
e Reference: NONE GIVEN
wais fo.n.. . . BARRON
¥ ¥ e L R IR AL :‘ts'_"" z
57 Analyses of Gold at $ 7.00 § 399.00
Subtotal S 399.00 $ 399.00
Sample Preparation
57 Samples of ASSAY PREP at $ 3.00 ¢ 171.00
Subtotal S 171.00 $ 171.00
Miscellaneous Charges
4% S.D. SALES TAX S 6.84
2% DEADWOOD CITY SALES TAX S 3.42
Subtotal S 10.26 S 10.26

Invoice Total:

THIS IS A PROFESSIONAL SERVICE

$ 580.26 U.S.

ACCOUNTS DUE WHEN RENDERED






